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Client Name: Qualiti Gifts Ltd.
Address: 8020 Ash Street,Richmond,British Columbia,vV6Y 3H3,Canada
Sample Description:
Sample Name: Sleeping Bag
Batch number : SB-06
Material : 70 bamboo 30 cotton
Description: Applicant provided one Sleeping Bag
Buyer: -=
Quantity . 1pcs
Arrived Date: Aug.25,2020
Test Period: Aug.26,2020 to Sep.07,2020
Test Requested:
ASTM F963-17 Standard Consumer Safety Specification for Toy Safety
Test Result:
Sample# Test items Test method Conclusion Remark
4.2 Flammability Test | ASTM F963-17 Standard
1# 4.3 Toxicology Consumer Safety Pass /

4.6 Small Objects Specification for Toy Safety
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This report is made solely on the basis of the materials and instructions information supplied by you. It shall not be reproduced except in full

without the written approval of EQO. EQO does not accept a duty of care or any other responsibility to any person other than the Client in

respect of this report and only accepts liability to the Client insofar as is expressly contained in the terms and conditions governing EQQO's

provision of services to you.
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Report No.: EQO20081689P Date: Sep.07,2020

Test Result:

Applicant's Specified Age Group for Testing: 6-12months
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The Submitted sample were undergone the use and abuse tests in accordance with the Federal
Hazardous Substance Act(FHSA), Title 16, Code of Federal Regulations:-

Test FHSA Parameter

Impact test Section 1500.53(b) 4 times 3ft height

Torque Test Section 1500.53(3) 4 in-Ibf

Tension Test Section 1500.53(f) 15 Ibf

Compression Test Section 1500.53(g) 30 Ibf

ASTM F963-17 Standard Consumer Safety Specification for Toy Safety

Section Test item Result Remarks
4. Safety Requirements
o See Flammability
4.2 Flammability Pass
result
, See Chemical
4.3 Toxicology Pass
result
4.6 Small Objects Pass /
Eqo Testing and Certification Co., Ltd.
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Flammability result:
1.Test methods for flammability of clothing textiles { (16CFR 1610) )

Date:

TEST REPORT

Sep.07,2020
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Sample

Fabric surface
pretreatment

fabric

Smooth fabric
105 C 30min cooling 30min

The direction of the fabric Warp
Test result
e Requirement Burning
# ® - -
distancelinii) burning time (s) burning rate (mm/s)
127 227 5.59
- " 127 24.2 5.25
1# WEIIRNG i 127 23.9 5.31
23.55
Warp 127 29,1 5.06
shell
’ 127 22.2 5.72
fabric
Combustion
Class |
grade
Sample fabric

Fabric surface
pretreatment

Smooth fabric
After washing 105C 30min cooling 30min

The direction of the fabric Weft
Test result
Sampie Requirement Burning
# burning time (s burning rate (mm/s
distance(mm) ingaime s} € (mm/s)
127 23.2 5.47
o 127 22.9 5.585
1# . UIneg roLe 127 25.9 4.90
Weft 23.5s
shell 127 25.1 5.06
fabric 127 23.2 5.47
Combustion
Class |
grade
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Chemical test results:

1#-A  Sleeping Bag BibsFabric (finished product)
1#-B  Sleeping Bag BibsFabric (raw material)

1. Total Lead
Test method: CPSC-CH-E1002-08.3, Analyzed by ICP-OES.
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Test Result (mg/kg)
1#-A 14#-B

Test Item(s) Limited (mg/kg)

MDL(mg/kg)

Total Pb N.D N.D 100

10

Remark: N.D= less than MDL
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Pictures of the sample:
Fkkck ki kkckkckkkkkk ks ckkck ke kkk kck ek ks ckckkckkckkck ke hkck ki kck kkkkck kckkk ks kR ke ko ck

Sleeping Bag:
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The lab is only responsible for the test result of sample in the pictures above.
22 R R RS R R R R R R R R A R AR R R R R R R R L R R R R R R R R R R RS R R R R L L

----End of the Report----

Eqo Testing and Certification Co., Ltd.
NO.23, Luxi Road, Lujia Town, Kunshan, Jiangsu, China, 215331

Tel: +86 512-57878076 E-mail:KHFW@eqots.com Website: www.eqots.com
EQO-LP25-02-B



